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To
Ms/ SALEM BRICKS
7/93/A, Anganvadi Street, Thalapllam,
Adaiyur Salem-636501.
GSTIN: 33GJEPM1574C1Z2G

Dear Sir.

Sub: Brick Test — Results — Reg.
Ref: Letter dated 21.07.2026

We are here with furnishing the results of the compression test conducted on the brick
submitted by Client.

FLY ASH BRICK TEST REPORT

Dimensions: 230mm x 100 mm x 75 mm Date of Testing: 22.07.2026
Identification of Compressive
SL.No & S] - lle.- 190 | Load (kN) Strength Average
o (N/mm?)
| Sample | 246 10.69
2, Sample 2 260 11.30 10.98 N/mm*
3. Sample 3 252 : 10.95 1 |

Test Co

nducted by Co- Coordinator { o otdinator
(A. Prabu) (Dr. M. Logesh Kumar) ~ HoD / CIVIL

1. Any Correction in Certificate not attested shall invalidate this Certificate.

2. This report shall not be reproduced except in full without the written approval from
the laboratory.

3. The values depicted are valid for the samples given by the client only. Sona College of
Technology does not bear any responsibility of the validity in sampling.

*****End Of Repoﬁﬁk****
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